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b) Apply a commonly used phosphoric acid 
etching gel to both enamel and dentin 
surface(total etch) or to enamel surface 
only(enamel etch). Rinse the surfaces 
thoroughly following the phosphoric acid 
etching gel instructions.

c) Dispense sufficient amount of the 
adhesive from the container, use a 
micro-applicator tip to apply to the tooth 
surface and  rub it in evenly and thoroughly 
for 20 seconds to ensure a shiny surface.
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b)
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3.

 Caution:U.S.Federal Law restricts this device to sale by 
 or on the order of a dentist or professionals.
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